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Third-harmonic generation microscopy has been used to analyze the morphology of photonic structures created
using the femtosecond laser direct-write technique. Three-dimensional waveguide arrays and waveguide-Bragg
gratings written in fused-silica and doped phosphate glass were investigated. A sensorless adaptive-optical system
was used to correct the optical aberrations occurring in the sample and microscope system, which had a lateral
resolution of less than 500nm. This nondestructive testing method creates volume reconstructions of photonic de-
vices and reveals details invisible to other linear microscopy and index profilometry techniques. © 2011 Optical
Society of America
OCIS codes: 130.2755, 180.4315, 250.5300, 180.6900, 110.1080, 230.1480.

The femtosecond laser direct-write technique [1] is an es-
tablished method for the fabrication of photonic wave-
guide systems in dielectric media, such as single and
multi component glasses. Examples of devices fabricated
include three-dimensional waveguide networks [2], cou-
plers [3], Bragg gratings [4], optical amplifiers [5], and la-
sers [6]. The direct-write process relies on the highly
nonlinear interaction between a focused ultrafast laser
pulse and the local medium to create a localized refrac-
tive index (RI) change. There are a number of diagnostic
tools that can be used to study such laser-written wave-
guides. Transmission differential interference contrast
(TDIC) microscopy is a nondestructive transverse (x–y
plane) viewing technique and can provide useful insights
into the dimensions of waveguide structures along with
some qualitative information on RI contrast. A more
quantitative tool, refractive index profilometry (RIP),
can be applied wherein the refractive index contrast of
a longitudinal section (y–z plane) of the waveguide
can be measured—however, this technique is limited to
measurements at polished end facets of waveguide struc-
tures and requires the device to be cross sectioned and,
therefore, destroyed in many cases. In this Letter we pre-
sent a nondestructive method for the complete volume
reconstruction of laser-written photonic structures. We
have used third-harmonic generation (THG) microscopy
[7] in an adaptive-optical (AO) microscope to study the
three-dimensional morphology of waveguide arrays and
waveguide-Bragg grating (WBG) structures. Harmonic
generation microscopy, a technique often used for the
study of biological specimens and thin films, relies on
the intrinsic nonlinearity of a sample or medium interface
and is thus label free. This makes it ideally suited to glass
samples whose chemistry is unlikely to provide a useful
fluorophore that is sensitive to the local refractive index.
The nonlinear processes that lead to the generation of the
third-harmonic signal in the media studied herein are
weak and so to improve the microscope’s sensitivity
and spatial resolution, we employed an AO system to cor-
rect for the aberrations induced in the sample and imper-
fections of the elements in the optical train [8]. The

strength of the third-harmonic signal obtained from with-
in a photonic device could be used as a metric to optimize
the wavefront correction applied to the probe laser beam
and the process of probing samples caused no detectable
change in the samples’ properties or performance.

The femtosecond laser direct-write system used to fab-
ricate the waveguide and WBG samples described herein
has been detailed previously [9,10] and consisted of an
amplified Ti:sapphire femtosecond laser producing 120 fs
pulses with a wavelength of 800 nm at a repetition rate of
1 kHz. Circularly polarized submillijoule energy pulses
from this laser were beam-shaped using a slit aperture
and focused using a 40 × 0:6NA microscope objective
into the glass sample. This setup was used to fabricate
a stretched hexagonal waveguide array approximately
170 μm below the surface of a 3mm thick high-purity
fused-silica substrate (see [10]). To enable a comparison
of the THG microscope data with the refractive index
profile the sample was sectioned and polished to enable
RIP of the waveguide array. In a similarly dimensioned
5% wt: ytterbium doped phosphate glass sample, we fab-
ricated WBGs with periods ranging from ∼350 nm to 2 μm
(see [9]). In addition to the THG analysis, this sample was
studied using TDIC microscopy and the strength of sev-
eral of the WBGs measured in transmission using a
swept-wavelength system. The THG microscope system
used in this study was similar to that detailed in [8]. The
system consisted of a 76MHz chromium forsterite laser
operating at 1235 nm producing 65 fs output pulses; the
laser beam was directed to a galvanometer xy-scan mir-
ror pair before being reflected by a deformable mem-
brane mirror, which was imaged onto the input pupil
of the focusing objective. A water immersion objective
(40 × 1:15 NA) was used as the microscope focusing
optic because it had a high transmission efficiency at
1235 nm. The laser power focused into the sample was
∼35mW. Depth (or z-axis) scanning was achieved by
mounting the sample on a piezo actuated stage. A high
NA (NA ¼ 1:4) oil immersion condenser lens collected
the THG signal, which was detected using a photomulti-
plier tube after filtering from the fundamental light. The
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AO correction setup and sample scanning was automated
and required approximately 10 min to complete a typical
volume image stack. For each scan a single AOwavefront
correction map was obtained by optimizing the THG
image brightness at a depth that bisected the object un-
der study. It was necessary to use the AO correction to
obtain useful images; without correction the THG signal
strength was substantially decreased and images had
poor resolution.
A still frame from the three-dimensional rendering of

the hexagonal waveguide array acquired by the THG
microscope is shown in Fig. 1(a) and the animation
may be seen in Media 1. By comparing the THG micro-
scope data with the measured RIP shown in Fig. 1(b) it
can be seen that the volume rendering clearly resolves
the waveguides and faithfully reproduces the three-
dimensional arrangement of the array. The high NA of the
microscope allows one to obtain image layers through
surrounding regions that contain waveguides without
signs of perturbation of the probe beam. The shape of
the waveguides in the volume rendering appears slightly
stretched in the vertical dimension. This apparent asym-
metry is caused by the slightly reduced resolution of the
microscope in the axial direction of the probe laser
beam; in the setup the axial resolution was approxi-
mately 1:3 μm, while the lateral resolution was better
than 500 nm. Another feature of the reconstruction in
Fig. 1(a) is that the waveguides appear “hollow” due a
reduction of the THG signal obtained at the center of the
waveguide. This may be understood when one considers
the conditions required for THG as explained in [7]. Un-
der tight focusing conditions THG is only obtained in re-
gions where the RI or third-order susceptibility (χð3Þ) of
the material is nonuniform [hence the regions around the
waveguides in Figs. 1(a) and 3(a) are black]. As can be
seen in Fig. 1(b), the waveguides have an approximately
“flat-top” RI profile and, therefore, the THG efficiency at
the center of the waveguide is lower than at the edges. In
these observations it would be natural to initially assume
that the process causing the THG is dominated by the
∼2% change in the local refractive index; however, pro-
portionately larger changes in third-order nonlinear RI
(n2) have been observed in glass waveguide structures
fabricated using processing conditions similar to ours.
In [11] the n2 measured in direct-written fused-silica
waveguides was observed to decrease by 74% of the bulk

glass value. Clearly the measured RI change of þ0:13%
observed in the waveguides detailed in [11] did not lead
to the small increase in n2 one might predict from empiri-
cal scaling laws such as Miller’s rule, and our investiga-
tions into the relative contributions to THG from
gradients in χð3Þ and RI change in laser-written structures
are ongoing.

So far we have examined photonic structures that have
micrometer scale features that are larger than the pre-
dicted resolution limit of the THG microscope. To study
other laser-written devices of interest and determine the
resolution limit of the microscope setup we investigated
a series of WBGs. A range of gratings with different per-
iods were imaged; these included first- to fourth-order
gratings designed for operation at λB ¼ 1:54 and 1:06 μm
(wavelengths of common use in monolithic waveguide
laser platforms), and the periods of these devices ranged
from 347 nm to 2:01 μm. The theoretical resolution
(based on NA) of the microscope was 670 nm; however,
some improvement in the resolution of the optical system
may be expected given that the nonlinear THG process
will reduce the effective probe spot size produced by the
scanning laser. Single images from the volume stack for
each of the WBGs with resolved grating periods are
shown in Fig. 2. These images had their brightness
and contrast adjusted before the application of a color
lookup table; other than this, no additional image proces-
sing was used. The microscope was unable to resolve the
347 nm periods of the shortest wavelength first order
grating; however, the RI modulations of the 503 nm grat-
ing are clearly visible. In the 693 and 503 nm period grat-
ings the regions of greatest THG intensity are located at
the edges of the grating where the gradients in RI or χð3Þ
are effectively the greatest with respect to the finite-sized
probe laser spot. A frame from the three-dimensional
volume rendering of the 1:01 μm period WBG and a TDIC
micrograph of the same device are shown in Figs. 3(a)
and 3(b), respectively. The full animation of the WBG
section may be found in Media 2. The three-dimensional
view of the grating is vertically sectioned at the midpoint
to reveal the morphology of the inside of the WBG. The
same “hollowing” phenomenon affects the WBG as it did
the waveguide array; however, this does not detract from

Fig. 1. (Color online) (a) Still image from the animation
obtained using the THG microscope images of the hexagonal
waveguide array. Full animation shown in Media 1. (b) Refrac-
tive index profile of the end facet of the array. The vertically
arranged “shadows” of the waveguides are an artifact of the
RIP measurement method.

Fig. 2. (Color online) THG microscope images of WBGs with
periods indicated below each pane. The scale bar is 5 μm long.
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other observations. It can be seen that the WBG has a
triangular shape in its lateral section; this characteristic
is understood to be due to the spherical aberration pre-
sent in the waveguide fabrication system that results
from using a metallurgical (surface) objective to focus
the laser rather than one corrected for subsurface focus-
ing. The grating is also revealed as having planes of RI
modulation that are slightly curved and that appear to
bifurcate and coalesce a few micrometers from the top
and bottom of the modified region. These characteristics
are visible in the 1:01 μm and 693 nm period WBGs and
may be due to the presence of one grating plane affecting
the writing process for its neighbor. For comparison, a
TDIC image of the grating is shown in Fig. 3(b), the loca-
tion of the image in the axial plane of the THG micro-
scope is indicated in Fig. 3(a). To ascertain whether
the process of THG analysis (and in particular the expo-
sure of the WBG sample to additional ultrafast laser ra-
diation) modifies a sample, we characterized the grating
transmission properties of the λB ¼ 1:54 μm gratings be-
fore and after analysis. In these measurements we did not
detect any modification of the gratings’ spectrum; neither
were we able to observe (using the TDIC microscope)
any bulk RI change caused by the scanning probe laser.
These results lead us to believe that the low cumulative
exposure of samples to femtosecond radiation does not
cause material changes and that the THG imaging tech-
nique is therefore nondestructive.
We have employed THG microscopy to analyze the

three-dimensional arrangement and morphology of
ultrafast laser-written photonic devices. This is, to our

knowledge, the first application of harmonic generation
microscopy to directly written photonic systems and we
have shown that, having developed a system with lateral
resolution of less than 500 nm, it is possible to study im-
portant waveguides and WBG devices without modifica-
tion or the requirement to section (and thus destroy) an
optical sample. The THG microscope system employed
was able to study samples several millimeters thick
and had threshold sensitivity sufficient to view wave-
guides in fused silica with a peak RI change of 9 ×
10−3 in a 4:0 μm diameter guide (1=e2 width). Third-
harmonic generation microscopy has been shown to be
a useful tool that will assist the development of complex
multidimensional optical waveguide systems.
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Fig. 3. (Color online) (a) Still from the animation of a verti-
cally sectioned 1:01 μm period WBG. The writing laser was in-
cident from the top. The white line indicates the position where
the TDIC image section (right) is obtained and the full anima-
tion is shown in Media 2. (b) TDIC micrograph of the WBG
shown left.
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